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ANALYSIS REPORT

CLIENT: Scott Paper Company . DATE REPORTED: 5-25-82

REPORT TO: Sam Archer
P, 0.Box 925

Everett, WA 98206 P. 0. No. 25792-R
Laboratory Sample No. 50872
Client Identification Slag and Contaminant: Ash Alley 4-22-82
Cadmium <0.05
~ Copper <0.05
Chromium ) <0.05
Lead <0.05
Mercury : <0.001
Selenium <0.003
Zine 't : : 0.15

All results in ppm.
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